Bondar-Clegg, u[.)r (Geochemical
12980 West Cedar Dr.
(303) 989-4404 ‘
L
\
REPORT: 098-1438 PROJECT? NONE LISTED PAGE 1
SANPLE ELEMENT Ay SANPLE ELEMENT  Au
NUMBER UNITS OPT NUMBER UNITS OPT
D2 RB8-497-165-170 <0.,002 D2 R88-497-345-370 0,005
D2 R88-497-170-175 €0,002. D2 R88-497-370-375 €0,002
D2 R88-497-175-180 €0.,002 D2 R88-497-375-380 €0.002
D2 RB8-497-180-185 0.030 12 R8B-497-380-385 £0,002
02 RBB8-497-185-190 €0.002 D2 R88-497-385-3%0 €0,002
D2 R88-497-190-195 €0,002 D2 RBB-497-390-395 <0,002
D2 RB8-497-195-200 €0.002 D2 R88-497-395-400 €0,002
D2 RB8-497-200-205 <0,002 D2 R88-497-400-405 €0,002
D2 R88-497-205-210 €0.002 D2 R88-497-405-410 €0.002
D2 R88-497-210-215 €0.002 D2 RB8-497-410-415 €0.002
D2 RB8-497-215-220 <0,002 D2 RE8-497-415-420 0,013
D2 R88-497-220-225 £0,002 02 R8B-497-420-425 €0.002
02 R88-497-225-230 €0.002 D2 R88-497-425-430 0.017
D2 RB8-497-230-235 <0,002 D2 R88-497-430-435 0.013
D2 R88-497-235-240 <0,002 D2 R88-497-435-440 0,003
D2 RB88-497-240-245 £0,002 - D2 R88-497-440-445 0.008
D2 R88-497-245-250 0,012 D2 RB88-497-445-450 0,013
D2 RBB8-497-250-255 0,003 D2 R88-497-450-455 <0.,002 |
D2 R88-497-255-260 €0,002 D2 RB88-497-455-440 0,008 |
D2 R88-497-260-245 €0,002 D2 RB8-497-460-445 <0.002
02 RE8-497-265-270 <0,002
D2 RB8-497-270-275 £0.,002
D2 R88-497-275-280 <0,002
D2 R8B-497-280-285 €0.002
D2 R88-497-285-290 <0.,002
D2 RB8-497-290-295 €0,002
D2 RB8-497-295-300 0,003
D2 R8B-497-300-305 <0.002
D2 R88-497-305-310 £0.002
D2 R88-497-310-315 0.003
D2 R88-497-315-320 <0,002
D2 RB88-497-320-3125 €0.002
D2 R88-497-325-330 <0,002
D2 R88-497-330-335 €0.002
D2 RB8-497-335-340 <0.002
D2 RB8-497-340-345 0,007
D2 RB88-497-345-150 €0.002,
D2 RB8-497-350-355 0,004
D2 R88-497-355-340 0,007
D2 R88-497-360-345 0,004




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 98944040 *

BROHN MINING CORP.
KR+ JIM BARRON
P.0, BOX 485
DEADWOODy SD
57732




Boodar-Clegs, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Bc Lab Report

(303) 9894404

REPORT: 098-1434 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SUBMITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 30-NOV-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES  DETECTION LIMIT EXTRACTION METHOD
1 A Gold 13 0,002 OPT Fire Assay
2 Au BCI Au (Bondar-Clegs) 3 0,002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SANPLE PREPARATIONS NUMBER
D DRILL CORE RK! 2 -150 13 Assay Pree 3

REMARKS: WORK PERFORMED AT OUTSIDE LAR.

BONDAR-CLEGG CHECXS IN 2ND COLUMN,

——————REPORT COPIESTOI MR ITH BARRON INVOICE TOS MR, JIN BARRON

MR. JIM BARRON




Bondar-Clegg, Inc. Geochemical
12980 West Codar Dr.
Lakewood, Colorado 80228 Lab Report
e BONDAR-CLEGG |

REPORT: 098-1436 PROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au  Au BCI

NUKBER UNITS  OPT  OPT

b

12 R88-497-0-5 0,007 0,009 007

12 R88-497-5-10 0,003

12 R88-497-10-15 0,007

02 R88-497-15-20 0,014

12 RE8-497-20-25 0,006

12 RE8-497-25-30 0,002

D2 RB8-497-30-35 0,014

12 RS-497-35-40 0,010

02 RE8-497-40-45 0,009

12 RE8-497-45-50 0,003

12 R88-497-50-55 0,007

12 RE8-497-55-40 0,002

D2 RB8-497-60-65 0,004

12 RE8-497-45-70 0,002 <0,002

12 R88-497-70-75 <0,002

02 RE8-497-75-80 0,002

02 RE8-497-80-85 0,002

12 RB8-497-85-90 €0,002

02 RE8-497-90-95 0,002

12 RB8-497-95-100 €0,002

02 RE8-497-100-105 <0,002

12 R88-497-105-110 <0,002

D2 RES-497-110-115 €0,002

12 RBE-497-115-120 40,002

12 R88-497-120-125 0,002

12 REB-497-125-130 <0,002

12 R88-497-130-135 0,002  €0.002

12 REB-497-135-140 <0,002

12 RE8-497-140-145 <0,002

D2 RE8-497-145-150 <0,002

12 RE8-497-150-155 <0,002

02 REB-497-155-160 40,002

12 RES-497-160-165 0,006




LAB. REPORT NO.

B BONDAR-CLEGG INC.

123880 W. CEDAR DR, LAKEWODOD, CO. PHONE: S89-1104 TELEX: 45-6893
SAMPLE SHIPMENT NOTICE

Date Shipped Via [ Prepaid or [ Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES
GEOLOGIST'S NAME PHONE NUMBER PROJECT NAME OR NUMBER
Sa'r;»:i:s Saufnles Sam?gz:‘i:sr?bms Cu Pb Zn Mo Ag Cd Ni Eésmrfgtgewsr EVANA(IJ.YZ\ﬁJD F Au As Hg Sn Sb Ba|E spec A"cuu\::t‘i':n oce ?e:

[0 assay (%, ore grade) 1 (prepared
Please analyze by } methods, the enclosed { samples
[J geochemical (ppm, trace level) | unprepared
[J DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
[0 DISCARD AFTER ANALYSIS COMPLETE 1 DISCARD AFTER ANALYSIS COMPLETE
O RETURN COD AFTER ANALYSIS COMPLETE [0 RETURN COD AFTER ANALYSIS COMPLETE
[0 STORE 60 DAYS-DISCARD [ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO:
[0 Results [0 Results
0O Invoices O Invoices
O Pulps O Pulps
[0 Rejects 0 Rejects
[0 Results O Results
O Invoice 0 Invoice
0 Pulps 0 Pulps
O Rejects 0 Rejects

CLIENT’S COPY




LAB. REPORT NO.

E BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWOOD, CO. 80228 PHONE: S83-1104 TELEX: 45-693
SAMPLE SHIPMENT NOTICE

Date Shipped Via __[ Prepaid or [0 Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES
GEOLOGIST'S NAME PHONE NUMBER PROJECT NAME OR NUMBER
s.l'w Sar:v’;)les Sam.()éeﬂ':eu;?oe s Cu Pb Zn Mo Ag Cd Ni E&"ﬁrtgemss“vmﬁ"fvn F Au As Hg Sn Sb Ba| E spec A’m‘a'i'i':u Dce g:l

[0 assay (%, ore grade) 0 prepared
Please analyze by } methods, the enclosed { samples
[0 geochemical (ppm, trace level) 0 unprepared
[0 DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
[0 DISCARD AFTER ANALYSIS COMPLETE [J DISCARD AFTER ANALYSIS COMPLETE
[0 RETURN COD AFTER ANALYSIS COMPLETE [ RETURN COD AFTER ANALYSIS COMPLETE
[0 STORE 60 DAYS-DISCARD [ STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO:
O Results O Results
[J  Invoices [J Invoices
O Pulps O Pulps
[0 Rejects [J Rejects
O Results O Results
O Invoice O Invoice
0 Pulps 0 Pulps
O Rejects 1 Rejects

CLIENT'S COPY



LAB. REPORT NO. 098 - /4/37

E BONDAR-CLEGG INC.

12980 W. CEDAR DR, LAKEWDOD, CO. 80228 PHONE: S89-1K04 TELEX: 45-693
SAMPLE SHIPMENT NOTICE

Date Shipped Via [] Prepaid or J Collect
# Parcels in Shipment TOTAL NUMBER OF SAMPLES
GEOLOGIST'S NAME PHONE NUMBER PROJECT NAME OR NUMBER
s'r"yza s:-:m smf"su'i‘u'rm Cu Pb Zn Mo Ag Cd Ni %5"::1 gemsi“vkm .%"5" F Au As Hg Sn Sb Ba|E spec m"‘i!'.%:. P Pesnt

(] assay (%, ore grade) 0 prepared
Please analyze by } methods, the enclosed { samples
[J geochemical (ppm, trace level) 0 unprepared
[J DO NOT ASSAY GEOCHEMICAL OVERLIMITS
COMMENTS
PLEASE INDICATE SAMPLE DISPOSITION
COARSE REJECTS PULPS
[1 DISCARD AFTER ANALYSIS COMPLETE 1 DISCARD AFTER ANALYSIS COMPLETE
1 RETURN COD AFTER ANALYSIS COMPLETE [J RETURN COD AFTER ANALYSIS COMPLETE
[0 STORE 60 DAYS-DISCARD [J STORE 1 YEAR-RETURN COD
STORAGE CHARGE WILL BE ASSESSED AFTER 60 DAYS STORAGE CHARGE WILL BE ASSESSED AFTER 1 YEAR
RESULTS, INVOICES AND SAMPLES TO BE SENT TO
O Results O Results
O Invoices O Invoices
O Pulps O Pulps
O Rejects O Rejects
O Résults [0 Results
O Invoice O Invoice
O Pulps O Pulps
O Rejects O Rejects

CLIENT'S COPY




45501.4
o~ Contractor__ LAwE Coordinates__ /7 /. <7 ~

i Hole No._ 285 - Y3 &
Drill Type Casing Depth State SO Sheet__7 ot 2
Hole Size Bearing - Z0

S7E /3 Project Gre7  Eps €

Inclination Date Started__ /2 && Property _Grcr Emse
e ’ . )
Collar Elev. £539 Final Depth 10 Date Completed Hole Surveyed Jdom M' hO 41”/6" LL&;
7 cellae -
) GRAPHIC |.0G BSWH ROLE —__GEOLOGIC NOTES
Wesh Y ) =
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L - x - -
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Contractor Coordinates Project Hole No._ /228 - 175
* Drill Type Casing Depth

State sheet_Z ot _ 4
Hole Size Bearing____ ____ Inclination Date Started

Final Depth

GRAPH'C HO8% °:’°"g::g:1 : GEOLOGIC NOTES
ALTERATION:::-'.'.... o

teay ‘DESCRIPTION MINERALIZATION
ROCK TYPE

WMINERALOGY, ALTERATION, TEXTURES, QuaTAALTION . Lxee ASSAY
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GRAIN BIZE. FRAGMENT 8I1Z2E Veintill, Replacement Av As
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Contractor

Coordinates

Logged by:

DRILL CUTTING LOG

Project Hole No._2E8B - 49 8
Drill Type Casing Depth State Sheet_3 of ﬁ
Hole Size Bearing______ - Inclination_ Date Started Property
Collar Elev. Fina! Depth Date Completed Hole Surveyed
. GRAPHIC LOGS OOWN HovLe GEOLOGIC NOTES
% S|ALTERATION; oo g 5|8 slezs | 2 DESCRIPTION MINERALIZATION
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Contractor
Drill Type

Hole Size

Collar Elev.

Casing Depth

Bearing

Coordinates

Project

State

— _Inclination

Date Started

Final Depth

Date Completed
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Contractor

Coordinates

Project - Hole No. EBLS -9¥Y98
Drill Type Casing Depth

State Sheetio'i_
Hole Size Bearing______ ____Inclination Date Started
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Contractor

Orill Type

Hole Size

Collar Elev.

Bearing

GRAPHIC LOGS

DOWN HOLE

Casing Depth

Coordinates

Project
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Inclination
Final Depth
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Date Completed

Property

Hole Surveyed
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Orilt Type

Hole Size

Contractor

Collar Elev.

Bearing

Casing Depth

Final Depoth

Coordinates

Project

State

inclination,

Hole No,ngg - /98

Sheet_7 ot 7

Date Started

Property

Date Compteted

Hale Surveyed

OisTANCE

GRAPHIC LOGS

T West
ALTERATION: Sessrars

TOTAL
SULFIDES
* (vor W)

& [rocx cooe

DOWN HOLE
LOCATION

] ORE CODE

(loet)

DISTANCE
F\.EVA"ON

Pawu HOLE
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Contractor

Drill Type

Coordinates

Hole Size

Casing Depth

Project

State

—_ Mole No._ZEE-#78

Collar Elev.

Bearing______ _____Inclination

Date Started

GRAPHIC LOGS

Final Depth

Sheet_S o'i

OOWN HOLE

LOCATION

Date Completed

Property

Hole Surveyed

ALTERATION . '“" .

oi18TANCE

TOTAL
SULFIOES
* (vot W)

GEOLOGIC NOTES

ROCK TYPE

(toot)

DESCRIPTION

MINERALIZATION
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— ] ORE_COOE

— | | ROCK coot
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Contractor

Coordinates

Project —_ Hole No._/Z55 - 428
Drill Type Casing Depth State Sheol_i_o'i
Hole Size Bearing inclination Date Started Property
Collar Elev. Final Depth Date Completed Hole Surveyed
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Bondar-Clegg, Inc.
12980 West Cedar Dr.

Lakewood, Colorado 80228
(03) 9894404 . - *

BROHM MINING CORP.
MR, JIN BARRON
P.0, BOX 485

READWOCDs SD
57732
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Bondar-Clegg, Inc. (Geochemical
12980 West Cedar Dr.
it oveotc s BG Lab Report
. Ak BONDAR-CLEGG
REPORT: 098-1453 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SURNITTED RY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: &-DEC-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD
1 M Gold 28 0,002 OPT Fire Assay
SAMPLE TYPES NUMRER SIZE FRACTIONS NUMRER SANPLE PREPARATIONS NUMRER
D DRILL CORE 28 2 -150 28 Assay Prer 28
Excessive Wetness 403
Sasrle Pickur 1

REMARKS: FINAL RESULTS NOW ALL REPORTED.

REPORT COPIES TO! MR. JIM BARROMN INVOICE TO! MR. JIM BARRON

AR+ 1 RARRON-




Bondar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
s st BONDAR-CLEGG

REFPORT: 098-1452 FROJECT: NONE LISTED PAGE 1

SAMPLE ELEMENT Au

NUMBER UNITS OPT

02 R88-498-1280-1285 0.010

N2 RBB-498-1285-1290 0.003

N2 REG-498-1290-1295 0,008

D2 R8B-498-1295-1300 0,006

02 R88-498-1300-1305 0,007

D2 RBR-498-1305-1310 0,083

02 RB8-498-1310-1115 0,016

D2 RBB-498-1315-1320 0,019

12 RE8B-498-1320-1325 0.017

D2 RE8-498-1325-1320 0,005

12 R8B-498-1330-1335 0.009

12 RBE-498-1335-1340 OoOOQM

[12 RBBG-498-1340-1245 0,092

(12 R8B-498-1345-1350 0.098

N2 R8R-498-1350~1155 0.073 |

|
|

N2 REB-498-1355-1340 0,012 ‘

N2 RB8-498-1340-1345 0,016 ,

12 RBB-498-1365-12170 0,071 Z?'

N2 RBB-498-1370-1375 0,014 i

D2 RB8-498-1375-1380 0,024 4/

[2 RB8-498-1380-1385 0.044

D2 RE8-498-1385-1390 0,057

02 R88-498-1390-1395 0,027

02 RBB-498-1395-1400 0,038

2 RE8-498-1400-1405 0,030 j

I

12 R88-498-1405-1410
12 R8B-498-1410-1415
12 RE88-498-1415-1420

T

0,015
0,015
0,027




Lab Report

BROHM MINING CORP,
MR, JIN BARRON
F.0. BOX 485
DEADMOOD, SR
7732




Boodar (e . Geochemical
L B Lab Repor

(303) 9891404

REPORT: 098-1450 ( COMPLETE ) REFERENCE INFO: NONE LISTED
CLIENT: BROHM MINING CORP. SURNITTED BY: J. BARRON
PROJECT: NONE LISTED DATE PRINTED: 22-NOV-88
NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LINIT EXTRACTION METHOD
1 A Gold 64 0.002 OPT Fire Assay
SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 64 2 -150 64 Assay Prep 64
Excessive Netness 967
Saarle Pickur 1

REMARKS: FINAL RESULTS NOW ALL REPORTED.

REPORT COPIES TO: MR. JIM BARRON INVOICE TO: MR. JIM BARRON




Boodar-Clegg, Inc. Geochemical
12980 West Cedar Dr.
Lakewood, Colorado 80228 Lab Report
(303) 989-1404
BONDAR-CLEGG

REPORT: 098-1450 PROJECT: NONE LISTED PAGE 1

SANPLE ELENENT  Au SANPLE ELENENT  Au

NUMBER UNITS oPT NUMBER UNITS (L]

D2 RB8-498-960-965 0.015 D2 R88-498-1160-1165 0-—003

D2 RB8-498-965-970 0,010 D2 RB8-498-1145-1170 0.008

D2 R88-498-970-975 0,002 D2 RB8-498-1170-1175 0,006

12 R88-498-975-980 <0,002 D2 RBS-498-1175-1180 0,008

D2 R88-498-980-985 0.010 D2 RBS-498-1180-1185 0,008

02 R8B-498-985-990 0.029 D2 R88-498-1185-11%0 0.011

2 R88-498-990-995 0,056 D2 R8B-498-1190-1195 0,010

02 RBB-498-995-1000 0,020 D2 R8B-498-1195-1200 0.010

D2 R88-498-1000-1005 0,019 D2 R88-498-1200-1205 0.014

D2 RB8-498-1005-1010 0,004 D2 R88-498-1205-1210 0.010

D2 RB8-498-1010~1015 <0,002 D2 R88-498-1210-1215 0,008

D2 R88-498-1015-1020 0.007 D2 R88-498-1215-1220 0.010

12 R88-498-1020-1025 0,009 D2 RES-498-1220-1225 0,006 —

D2 RB88-498-1025-1030 0.109 D2 RB88-498-1225-1230 0.022

12 R88-498-1030-1035  <0.002 D2 R88-498-1230-1235 0,021

D2 RB8-498-1035-1040 0,006 D2 R8B-498-1235-1240 0.018

D2 R88-498-1040-1045 £0,002 D2 R88-498-1240-1245 0,032

D2 RB8-498-1045-1050 €0,002 . D2 RBB-498-1245-1250 0,013

D2 R88-498-1050-1055 0,003 D2 R88-498-1250-1255 0.022

2 R88-498-1055-1040 €0.,002 D2 RB8-498-1255-1240 0.022

02 R88-498-1060-1045 0,012 D2 RB88-498-1260-1265 0.010

D2 RBB-498-1045-1070 0.009 02 RBB-498-1245-1270 0.014

D2 R88-498-1070-1075 £0,002 D2 RB88-498-1270-1275 0.007

12 RB88-498-1075-1080 0.004 02 RE8-498-1275-1280 €0.002 -

D2 R83-478-1080-1085 €0.002

D2 R88-498-1085-1090 0,004
02 R88-498-1090-1093 0.004
D2 R88-498-1095-1100 €0.002
02 R88-498-1100-1105 0.008
D2 R88-498-1105-1110 0.011

02 RB8-498-1110-1115 0.011
12 R88-498-1115-1120 0,009
02 R88-498-1120-1125 0.016
D2 RE8-498-1125-1130 0,005
D2 RB8-498-1130-1135 0.013

02 RB88-498-1135-1140 0,007
D2 R88-498-1140-1145 0,008
N2 R8S-498-1145-1150 0.013
D2 R88-498-1150-1155 0,007

12 RB8-498-1135-1160 0,008




Bondar-Clegg, Inc.

12980 West Cedar Dr,
Lakewood, Colorado 80228
(303) 989-1404

B

Lab Report

BROHM KINING CORP,
MR, JIM BARRON
P.0, BOX 485
NEADNDCDs SD
57732




Bondar-Clegg, Inc.

12980 West Cedar Dr.
Lakewood, Colorado 80228
(303) 989-1404

BC

REPORT! 098-1446 ( COMPLETE )

Geochemical
Lab Report

REFERENCE INFO: NONE LISTED

CLIENT: BROHN MINING CORP.
PROJECT: NONE LISTED

SUBNITTED BY: J. BARRON
DATE PRINTED: 21-NOV-88

NUMBER OF LOWER

ORDER ELEMENT ANALYSES  DETECTION LINIT EXTRACTION METHOD
1 Au Gold 47 0,002 OPT Fire Assay
SAMPLE TYPES SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER
D DRILL CORE 2 -150 47 Assay Prep 47
Excessive Wetness 1098
Saarle Pickur 1

REMARKS: FINAL RESULTS ARE REPORTED.

REPORT COPIES TO: MR, JIN B

INVOICE TO: MR. JIM RARRON

MR, _JIN_BARRON






